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Data Sheet
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ASTM D 3776/D3776M-
1 < 09a(2017 ) : g/’ 151.0
) S— ASTM D 5035-11(2015) ol 1143.4
=ee CRE AEZH : N/50mm oAt 1100.4
. opxile ASTM D 5035-11(2015) ol 281
sen CRE AERM . % oAt 253
. T ASTMD 2261-13 Eal 235.9
-=e (2017)e1,:N QAL 2253
5 =Pl ASTM D 6797-15: N 9575
_ ASTM D 2136-02
LHSHAM
° s (2012):APPEARANCE NO CRACK NO CRACK
7 cazo CLEINT'S REQUEST Eal -1.7
=T METHOD : % QIAb -20
8 ZEne ASTM D 1003-13 : % 74.6
. UV 5000hr izt QUV A 340nm 5,000 hours 990
TE A Interval : 500 hours .
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